
CORRIGENDUM 

 

PLEASE READ CLAUSE NO 4.0 FOR BOTH THE TENDERED ITEMS AS FOLLOWS INSTEAD OF 
EXISTING:-  

ITEM NO/ 

MAT CODE 

MATERIAL DESCRIPTION 

10 

29760017 

& 

20 

29760018 

4.0 PRODUCT TYPE TEST REPORTS & CERTIFICATES 

Supplier to provide Following test certificates : 
4.1 Hardness test: Tubes should be certified as per NACE MR0175 for 
Hardness. 
4.2 Hydraulic test: Hydraulic test should be typically done at 1.5 times the 
rated pressure. 
4.3 Ball test: Final test before delivery shall include ball test to ensure clear 
opening of the tube for SS tubes. The OD of the ball shall be standard as 
applicable for ½" OD tubes. 
4.4 NDT: Online Eddy Current test on 100% of the tube as per ASTM A450. 
4.5 Sample material test certificate from manufacturer confirming hardness 
of 80Rb. 

ALSO NOTE THAT BID CLOSING DATE OF THE TENDER HAVE BEEN EXTENDED UPTO 15.10.2014. ALL 
OTHER TERMS & CONDITIONS OF THE TENDER REMAINS SAME. PLEASE ARRANGE TO QUOTE 
ACCORDINGLY. 
 


